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Test Description Qty

Samples Received
- @ Non Accredited Test

8

Moisture Content
BS 1377:1990 - Part 2 : 3.2 - * UKAS

1

4 Point Liquid & Plastic Limit
BS 1377:1990 - Part 2 : 4.3 & 5.3 - * UKAS

1

Disposal of samples for job 1
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Contract Number 63483

NATURAL MOISTURE, LIQUID LIMIT, PLASTIC LIMIT AND 

PLASTICITY INDEX

( BS 1377:1990 - Part 2 : 4.3 & 5.3 )

Project Name Heol Tabor, Cwmafan

Date Tested 11/01/2023

DESCRIPTIONS

Brown fine to medium gravelly sandy silty CLAYHP01 0.50

Sample 

Number

Sample 

Type
Depth (m) Descriptions

Sample/Hole 

Reference

Ethan Harper

Operator
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Symbols: NP : Non Plastic # : Liquid Limit and Plastic Limit Wet Sieved

v

Remarks

Project Name

Date Tested

NATURAL MOISTURE, LIQUID LIMIT, PLASTIC LIMIT AND 

PLASTICITY INDEX

( BS 1377:1990 - Part 2 : 4.3 & 5.3 )

63483

Heol Tabor, Cwmafan

Contract Number

Moisture 

Content %
Depth (m)

370.50

Operator

Ethan Harper

Sample 

Type

Liquid 

Limit %

Plastic 

Limit %

Plasticity 

index %

Passing 

0.425mm 

%

1918 18 92 CI Intermediate PlasticityHP01

Sample 

Number

Sample/Hole 

Reference

PLASTICITY CHART FOR CASAGRANDE CLASSIFICATION

BS 5930:2015+A1:2020

11/01/2023
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